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ADVANCED REFRACTORY ALLOY CORROSION LOOP PROGRAM 

I. INTRODUCTION 

This report covers the period from October 15, 1965 to January 15, 

1966 of a program to fabricate, operate for 10,000 hours, and evaluate a 

potassium corrosion test loop constructed of T-111 (Ta-8W-2Hf) alloy. Materials 

for evaluation in the turbine simulator include Mo-TZC and Cb-132M. The loop 

design will be similar to the Prototype Loop; a two-phase, forced convection, 

potassium corrosion test loop which is being developed under Contract NAS 3-2547. 

Lithium will be heated by direct resistance in a primary loop. Heat rejection 

for condensation in the secondary loop will be accomplished by radiation in a 

high vacuum environment to the water cooled chamber. The compatibility of the 

selected materials will be evaluated at conditions representative of space 

electric power system operating conditions, namely: 

a. 

b. 

C. 

d. 

e. 

f. 

g. 

h. 

Boiling temperature 

Superheat temperature 

Condensing temperature 

Subcooling temperature 

Mass flow rate 

Boiler exit vapor velocity 

Average heat flux in plug (0-18 inches) 
BTU/hr ft2 

Average heat flux in boiler (0-250 inches) 
BTU/hr ft2 

-1 - 

2050°F 

2150°F 

140OoF 

1000°F 

40 lb/hr 

50 ft/sec 

240,000 

23,000 



I1 SUnfMARY 

During the third quarter of the program, work proceeded on the topics 

abstracted below: 

All of the vendors are encountering difficulties in fabricating the 

advanced refractory alloys, and a significant part of the work during the 

past quarter has been concerned with the examination of processing procedures 

and with expediting the material procurement so as to minimize the delay to 

the program. Many of the difficulties are associated with the materials 

vendors' deviations from established processing procedures. 

The initial shipment of lithium was replaced by the vendor because of its 

high nitrogen content; however, the second shipment was also higher in nitrogen 

than required. This lithium has been accepted and will be subjected to further 

purification at General Electric. A l l  of the lithium purification system 

drawing revisions have been completed. Assembly of the argon-vacuum manifold 

for the lithium purification system was begun and fabrication of the hot trap 

has been completed. 

Minor design changes have been made and specifications are being written 

to assure quality fabrication and performance of Corrosion Loop I (T-111). 

-2- 



I11 PmGRAM STATUS 

A. MATERIALS PROCUREMENT 

1. T-111 Alloy - Fansteel  Metal lurgical  Corporation, Two T-111 a l loy  

ingo t s  w e r e  prepared by double EB melting a t  Fansteel  and f i n a l  vacuum 

a r c  melting a t  t h e  Braeburn Alloy S t e e l  Division, Continental-Copper 

and S t e e l  Indus t r i e s ,  Inc., Braeburn, Pennsylvania. Af t e r  machining, 

t he  ingo t s  w e r e  shipped t o  Canton Drop Forging Company, Canton, Ohio, 

and canned i n  Type 304SS seamless pipe,  The ingots  were extruded 

on November 15, 1965. The extrusion parameters a r e  presented i n  

Table I. Subsequently, t h e  cans were removed and t h e  b i l l e t s  w e r e  

conditioned f o r  forging a t  Anderson-Schumaker, Chicago, I l l i n o i s .  

Forging w a s  t o  be performed a t  2200"-2300°F on open f ace  d i e s  using 

a 6,000-pound hammer; however, inspec t ion  of t he  ex t rus ions  revealed 

extensive cracking along the  e n t i r e  length of both extrusions.  A 

t ransverse  slice of one of the  ex t rus ions  was forwarded t o  General 

E l e c t r i c  f o r  examination. Macrographs of t h e  t ransverse  sec t ion ,  

shown i n  Figure 1, revealed t h r e e  major cracks which w e r e  i n t e r -  

granular  i n  na ture  and a t  approximately 120" i n t e r v a l s  around t h e  

periphery of t he  extrusion.  Additional metallographic examination, 

hardness t e s t i n g ,  and chemical and x-ray d i f f r a c t i o n ,  and f luores-  

cence analyses  a r e  i n  progress a t  General E l e c t r i c  t o  i n v e s t i g a t e  

t h e  na tu re  and cause of t h e  cracking of t h e  T-111 a l loy  ex t rus ions .  

P a r t i c u l a r  a t t e n t i o n  is  being paid t o  t h e  hafnium content  and micro- 

s t r u c t u r e  near  t he  a rea  of t h e  cracks s ince  Hf s t r i p s  w e r e  welded 

t o  t h e  Ta-8W elec t rodes  a t  120" i n t e r v a l s  p r i o r  t o  a r c  melting . (1) 

............................ 
(1) Advanced Refractory Alloy Corrosion Loop Program, Quarter ly  Progress 

Report No. 2 f o r  Period Ending 10/15/65, NASA Contract NAS 3-6474, 
NASA-CR-54845, p. 3. 
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TABU I. EXTRUSION PARAMETERS M)R THE 8.44-INCH DIAMETER MACHINED 
T-111 ALLOY INGOTS* 

Machined Ingot S ize  - 
Ingot Nose Geometry - 
Can S ize  - 

Leader Block/ 
Follow-up Block 

Container S ize  - 

D i e  Size/Design - 

D i e  Coating - 
Extrusion Ratio - 
Lubricant - 
Furnace Temperature/ - 
Soak Time i n  S a l t  Bath 

Handling Time - 

- Extrusion Pressure 
(Hydraulic) 

- Maximum Allowable 
Pressure  

Cooling Procedure - 

8.44-inch d i a m e t e r  

goo angle 

9-1/16-inch OD x 1/4-inch t h i c k  w a l l  Type 304SS 
seamless pipe wi th  2-inch t h i c k  Type 304SS nose 
hlock  and I./a-inch th i ck  Type 304SS back-up block 
contained wi th in  t h e  can with argon purge tubes 
at tached 

9-1/16-inch d i a m e t e r  x 6-inch long m i l d  steel 

9-1/4-inch I D  

5-1/8-inch ID/conical 

None 

3.2/1 

Hot d i e  grease similar t o  F iske  604 

2200°F/1 hour 

90 seconds 

2900 p s i  peak, average 
2700 p s i ,  runout, average 

Approximately 3850 p s i  

A i r  cooled 

* ' 
Extruded a t  Canton Drop Forging Company, Canton, Ohio, on November 15, 1965. 
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Figure 1. Macrographs of t 
Showing In te rgra  
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Etchant: 30-3 I 



he T-111 Alloy Extension From Heat 111-D-1632 
nular Cracks at Surface at Approximately 120° 
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Fans tee l  has reported t h a t  t h e  ex t rus ions  cleaned-up E t  2-1/4-inch 

d i a m e t e r  and 3 3/4-inch diameter and t h a t  13 items of t h e  28 i t e m s  on 

order  can be produced f r o m t h i s  material. These i t e m s  include s m a l l  

d i a m e t e r  bar  from 1/8-inch d i a m e t e r  t o  l- l /a-inch diameter, 

and 0.094-inch d iameter  w i r e ,  0,005- and 0.009-inch t h i c k  f o i l ,  0.040- 

. 

inch t h i c k  sheet  and 0.500-inch t h i c k  p l a t e ;  de l ive ry  i s  expected e a r l y  

i n  February. 

A t h i r d  T-111 a l l o y  ingot w a s  vacuum a r c  melted by the  Universal  

Cyclops S t e e l  Corporation f r o m  a v a i l a b l e  Ta-8W electron-beam m e l t e d  

e l ec t rode  s tock a t  Fans tee l ' s  Muskogee, Oklahoma p lan t .  The ingot  

w a s  shipped t o  Canton Drop Forging Company, canned i n  Type 304SS 

seamless pipe by h e l i a r c  welding, and extruded on January 10, 1966. 

The extrusion parameters a re  presented i n  Table 11. 

Af te r  ex t rus ion ,  t he  can  w a s  removed and t h e  b i l l e t  w a s  conditioned 

f o r  forging,  No cracks were found on the  sur face  of the  ex t rus ion  as  

determined by d y e  penetrant inspec t ion  techniques. The 2-1/2-inch 

d i a m e t e r  bar,  3/8-inch OD tubing and 1-inch OD tub ing  w i l l  be produced 

from t h i s  material, and del ivery  i s  expected by March 30, 1966. A l l  

of t h e  remaining i tems w i l l  be produced from material cu r ren t ly  being 

prepared f o r  El3 melting. Delivery of t hese  i t e m s  also is  expected by 

March 30, 1966, 

2. Mo-TZC Alloy - Climax Molybdenum Company. 

vacuum a r c  melted and machined Mo-TZC a l l o y  ingot  w2s canned i n  unalloyed 

A 6-15/16-inch diameter 

molybdenum by h e l i a r c  welding and shipped t o  Allegheny Ludlum, Waterv l ie t ,  

New York, f o r  ex t rus ion;  the diameter of t h e  canned ingot  w a s  7-1/8 

inches.  The ingot  w a s  hezted by induct ion t o  3200°F ( o p t i c a l )  i n  an 

argon atmosphere. An a t t e m p t  t o  extrude t h e  Mo-TZC a l l o y  ingot  i n  a 
-6- 



TABLE XI. EXTRUSION PARAMETERS FOR THE 8.44-INCH DIAMETER MACHINED 
~ - i i i  ALLOY INGOT* 

Machined Ingot S ize  - 8.44-inch diameter 

Can S ize  - 

Leader Block/ 
FOllOW-up Block- 

9-1/16-inch OD x 1/4-inch th i ck  wal l  Type 304SS 
seamless pipe with a 2-inch th i ck  Type 304SS nose 
block and a 1/2-inch th i ck  Type 304SS back-up block 
contained wi th in  the  can 

9-1/16-inch diameter x 6-inch long mild steel 

Container S ize  - 9- 1/4- inch I D  

D i e  S i z e D e s i g n  - 5-1/8-inch ID/conical 

D i e  Coating - None 

Extrusion Rat io  - 3 2/1 

Lubricant  - Hot d i e  grease similar to  Fiske 604 

Furnace Temperature/ 22002/45 minute 
Soak Time  i n  S a l t  Bath- 2300 F/75 minute 

Extrusion Pressure  - 
(Hydraulic) 2400 p s i  runout 

2500 p s i  peak 

Maximum Allowable 
Pressure  

3850 p s i  

Cooling Procedure - A i r  cooled 

Extrusion Direc t ion  of - 
Ingot  hot top remaining on ingot  

Top of ingot w a s  extruded through d i e  f i r s t  with 

NOTE: The ingot  w a s  3 inches too long f o r  t he  conta iner  and the  pressure  

had to be stopped before the ex t rus ion  w a s  completed. The s t e m  w a s  

withdrawn, a pusher block inser ted  i n  the  conta iner  and subsequently 

t h e  ex t rus ion  w a s  completed (approximately 10-second delay) .  The t a i l  

of t he  ex t rus ion  Shoit'-d cracks similar t o  those i n  the  f i r s t  ex t rus ions .  ....................... 
* Extruded a t  Canton Drop Forging Company, Canton, Ohio, on January 10,  1966. 
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7-3f8-inch I D  container  was unsuccessful a s  f a i l u r e  of a valve t o  the  

accumulator r e su l t ed  i n  a loss of pressure .  Severe cracking of t h e  

ingot  occurred a s  a r e s u l t  of the  upse t t ing  a c t i o n  i n  the  conta iner .  

Two add i t iona l  ingots  of Mo-TZC a l l o y ,  machined from the  same 

hea t ,  w e r e  shipped t o  Allegheny Ludlum f o r  ex t rus ion .  P r i o r  t o  ship- 

ment, both ingots  were vacuum annealed f o r  one hour a t  2800 F. The 
0 

ingot  s i z e s  w e r e :  

Diameter, Inch Length, Inch Weight, l b s  

5.4 12 102 

6 .O 21 233 

The 5.4-inch diameter ingot  was machined from the  bottom of t h e  

o r i g i n a l  ingot  and required more clean-up of the  sur face .  The 21-inch 

length  is a l i m i t i n g  dimension because of the  length of t he  induct ion 

c o i l  used f o r  heat ing the  ingots .  

A second attempt t o  extrude a t  Allegheny Ludlum w i t h  t h e  5.4- 

inch ingot  a l s o  was unsuccessful.  The ingot  f a i l e d  t o  extrude a t  t h e  

f u l l  capac i ty  of t h e  press f o r  t he  type and s i z e  of s t e m  t h a t  was used. 

The ex t rus ion  parameters t ha t  w e r e  employed a r e  presented i n  Table 111. 

Examination of t h e  b i l l e t  showed t h a t  about 2 inches had extruded 

before  the  ingot  s t a l l e d  in  t h e  p re s s ,  and it was apparent t h a t  very 

l i t t l e  of t h e  l ub r i can t  was on t h e  su r f ace .  I t  i s  bel ieved t h a t  l ack  

of l u b r i c a t i o n  due t o  t h e  poss ib le  u s e  of too high a melting g l a s s  

and/or t h e  f l a t ,  shear-type d i e  w e r e  responsible  f o r  the  f a i l u r e  of. 

t h e  ingot  t o  extrude.  Subsequent inspec t ion  of t he  ingot  revealed 

t h a t  severe cracking had occurred from t h e  upse t t ing  ac t ion .  Extrusion 

af t h e  t h i r d  i n w t i s  scheduled f o r  t h e  week of January 30, 1966. 

-8- 



TABLE 111. EXTRUSION PARAMETERS FOR THE 5.4-INCH DIAMETER MACHINED 
CLIMAX Mo-TZC INGOT* 

Machined Ingot Size - 5.4-inch diameter 

Ingot Nose Geometry - 90° included angle; 3/4-inch radius 

Leader Block - None used 

Follow-up Block - 2-inch thick mild steel at 1400°F 

Container Size - 5.625-inch ID 

Die Size/Design - 2.25-inch ID/flat shear-type 

z*2 Die Coating - 

Extrusion Ratio - 6.25/1 

Lubricant - Proprietary glass -k Fiske grease; 2 thicknesses of 
glass are placed in front of die; ingot is wrapped 
in blanket of glass. 

Heat-Up Cycle (180 Cycle Induction Coil) 

1. 75 KW 10 minutes to 2100'F 

2. 

3 .  110 KW 15 minutes to 3200°F (optical), 3300°F (Ir/Rh thermocouple) 

Power off 2 minutes to equalize temperature - 2000°F 

Extrusion Pressure - Maximum allowable pressure, approximately 2000 ton 
on Stem 

Cooling Procedure - Air cooled 

* 
Extruded at Allegheny Ludlum, Watervliet, New York, on January 
4, 1966. 
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3. Mo-TZC A l l o y  - General Electr ic  Company, LMCD. Four six-inch 

d i a m e t e r  Mo-TZC a l l o y  ingots  have been vacuum arc mel t ed  by the  

Lamp Metals and Components Department of General Electric Company. 

The ingots  w e r e  machined to  a nominal 5-1/16-inch d i a m e t e r .  The 

extrusion parameters t h a t  were employed are shown i n  Table I V .  

Ultrasonic inspec t ion  of a l l  of t h e  ex t rus ions  revealed no 

i n t e r n a l  defec ts .  One ingot ( H e a t  No. 4454) s tuck during ex t rus ion  

but it w a s  poss ib l e  t o  re-machine t h e  sur face  and successfu l ly  

reextrude t o  bar. 

Two extrusiorp(4451 and 4453) were cross  ro l l ed  t o  1-3/8-inch 

t h i c k  p l a t e  f o r  subsequent machining i n t o  nozzles  f o r  t he  tu rb ine  

s imula to r .  A t t e m p t s  made to  r o l l  t h e  f i r s t  ex t rus ion  (4451) at a 

temperature of 2390°F (1300°C) resu l ted  i n  severe cracking. The 

r o l l i n g  cycle w a s  modified f o r  t he  second ex t rus ion  (4453) t o  

provide f o r  a 20% reduction t o  be made a t  2912°F (1600°C) and a 20% 

reduct ion t o  be made a t  2390°F (1300°C). The material w a s  rolled t o  

t h i s  schedule without d i f f i c u l t y .  

The t h i r d  ex t rus ion  (4454) w a s  successfu l ly  c ros s  ro l l ed  t o  

3/4-inch t h i c k  p l a t e  with approximately 40% reduct ion being made a t  

a temperature of 2912OF (1600°C) and approximately 40% reduct ion 

being made a t  a temperature 2390°F (1300°C). 

be u t i l i z e d  f o r  t he  machining of t u rb ine  blades.  

This material i s  t o  

Receipt of t h e  3/4-inch th i ck  p l a t e  and the  1-3/8-inch th i ck  

p l a t e  i s  expected e a r l y  i n  February. 

-10- 



I '  

TABLE IV. EXTRUSION PARAMETERS FOR 5.06-INCH DIAMETER 
MACHINED Mo-'IZC A W Y  INGOTS* 

I 
Machined Ingot Size - 5.06-inch diameter 

Leader Block - None 

Follovi-up Block - Grzghi t e 

I Container Size - 5-3/16-inch ID 

Die Size/Design - 2.1-inch x 4.l-inch/conical 

Die Coating - z*2 
I 

I Lubricant - Proprietary - Ugine-Sejournet processed not used 

Extrusion Ratio - 
Furnace Temperature, OC - 
Soak Time, Hours/Minutes in 

Hydrogen 

Handling Time, Seconds - 

Heat No. 
4451 4454 4453 

2.29/1 2.41/1 -- 
1710 1710 1700 

3: 25 3: 58 3: 54 

22.7 24.3 22.1 

* 
Extruded at General Electric Research and Development Center, 
Schenectady, New York. 
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4. Cb-132M Alloy - Universal Cyclops S t e e l  Corporation. A 5-3/8 

inch diameter x 10.09-inch long Cb-132M a l l o y  ingot  was a r c  c a s t  

from an EB melted ingot by t h e  Wah Chang Corporation and jacketed i n  

a 5-7/8-inch OD, pressed and s i n t e r e d  molybdenum can. The canned 

ingot  w a s  success fu l ly  extruded by DuPont through a 3-3/4-inch I D  d i e  

at a tempera ture  of 3100 F. The ex t rus ion  parameters employed are 

presented i n  Table V. The dimensions of the  Cb-132M a l l o y  ex t rus ion  

w e r e  approximately 3-1/2 inches i n  diameter x 24 inches long. Sub- 

sequent ly ,  t h e  ex t rus ion  was s t r e s s - r e l i eved  a t  2200 F. During press 

s t r a igh ten ing ,  a t  approximately 2200°F, t h e  ex t rus ion  cracked i n  

the  c e n t e r  throughout the  e n t i r e  length .  A new ingot  is t o  be melted 

by t h e  Wah Chang Corporation. 

0 

0 

A rev ised  de l ive ry  schedule f o r  t h i s  ma te r i a l  has not  been 

received t o  da t e .  

B .  ALKALI METAL PURIFICATION A N D  HANDLING 

F i f t y  pounds of LCA High-Purity l i t h i u m  w e r e  received from the  L i t h i u m  

Corporation of America. The vendor's t yp ica l  and guaranteed ana lys i s  of 

t h i s  l i t h i u m  is  presented i n  Table V I .  

Analyses of t h i s  mater ia l  by General E l e c t r i c  ind ica ted  a n i t rogen  

content  of 600-1200 ppm, an oxygen content  of 335 ppm, and metall ic 

i m p u r i t i e s  near  o r  below the  l i m i t s  of de t ec t ion  (5-25 ppm) . The vendor 
* 

ind ica ted  t h a t  t h i s  o r i g i n a l  batch of l i t h i u m  had been contaminated w i t h  

l i t h ium amide (Li" ) which  accounted f o r  t he  high n i t rogen  conten t ,  and 

the  shipment was returned f o r  replacement. 

2 

------------------ 
* Ag, A l ,  B, Be ,  Ca, Cb, Co, C s ,  Cu, Fe, Mg, fi, Mo, Na, N i ,  Pb, S i ,  Sn, 

Ti, V, Zr 
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TABLE V. EXTRUSION PARAMETERS FOR 5.375-INCH DIAMETER 
MACHINED Cb-132M ALLOY INGOT* 

Machined Ingot S ize  - 5.375-inch diameter 

Ingot Nose G e o m e t r y  - 135' included angle  

Can Size  - 5-718-inch OD pressed and s in t e red  molybdenum 

Leader Block - None 

Follow-up Block - Graphite 

Container S ize  - 6.00-inch I D  

D i e  Size/Design - 3-3/4-inch ID/conical 

z*2 D i e  Coating - 

Extrusion Ratio - 2.55/1 

Lubricant - Propr ie ta ry  g l a s s ;  1-inch th i ck  pad i n  f r o n t  of d i e  

Handling T i m e ,  Seconds - 35 

Ingot Temperature (Corrected, Opt ica l ) ,  OF - Top, 3090 
Middle, 3050 
Bottom, 3050 

Soak T i m e  i n  Argon, Minutes - 45 

Extrusion Pressure on Stem - 1075 ton peak 

Cooling Procedures - Buried i n  insu la t ion ,  s l o w  cool 

............................... 

* Extruded a t  E. I .  DuPont de  Nemours, November 17, 1965. 
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TABLE VI. INFORMATION ON THE PURITY OF LITHIUM 
PRESENTED BY THE LITHIUM CORPORATION OF AMERICA 

Chemical Analysis 

Nitrogen 

Maximum Content (ppm in Li) 
Typical Guaranteed 

20 50 

Chlorine 10 30 

Sodium 10 30 

Calcium 50 50 

Iron 

Silicon 

10 

40 

20 

40 

-- Lithium 99.9 + % 
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The l i t h i u m  shipping container  w a s  emptied, cleaned by f lush ing  w i t h  

0 w a t e r ,  emptied, d r i ed  by purging w i t h  argon a t  300 F f o r  t w o  days,  and 

refi l led w i t h  a new charge of l i t h i u m .  Analyses of t h e  new charge by t h e  

vendor and General E l e c t r i c  are presented i n  Table V I I .  

T h i s  l o t  of l i t h i u m  w a s  accepted as being r ep resen ta t ive  of t h e  

vendor 's  p resent  c a p a b i l i t i e s ,  and hot  trapping, f i l t r a t i o n ,  and d i s t i l -  

l a t i o n  of t h e  l i t h i u m  w i l l  be used t o  reduce t h e  n i t rogen  and calcium 

concentrat ions t o  acceptable  l e v e l s .  A sample of t h e  l i t h i u m  w a s  f i l tered 

through a 5-micron pore s i z e ,  s in t e red  s t a i n l e s s  steel f i l t e r  (area - 0.5 

square f e e t )  a t  400 F. T h i s  f i l t r a t i o n  r e s u l t e d  i n  s i g n i f i c a n t  reduct ions 

i n  carbon and calcium a s  shown in  Table  V I I .  Again, t h e  o the r  m e t a l l i c  

0 

impur i t ies  w e r e  a t  o r  b e l o w  t h e  de t ec t ion  l i m i t s .  I t  i s  bel ieved t h a t  

f i l t r a t i o n  could be performed a t  a temperature below 400 F s ince  t h e  

pressure  drop across  t h e  f i l t e r  a t  400 F w a s  only 15-17 p s i ,  t h e r e b y  

accruing f u r t h e r  reduct ions i n  carbon and calcium (and possibly oxygen). 

Lower temperature f i l t r a t i o n  w i l l  t he re fo re  be employed i n  f i l l i n g  t h e  

0 

0 

l i t h i u m  h o t  t rap.  Samples taken before  and a f t e r  f i l t r a t i o n  have been 

s e n t  t o  General A t o m i c ,  San Diego, Ca l i fo rn ia  f o r  oxygen analyses  by f a s t  

neutron a c t i v a t i o n .  

A l l  l i t h ium p u r i f i c a t i o n  s y s t e m  drawings w e r e  completed during the  

pas t  qua r t e r  and w i l l  be submitted t o  t h e  NASA Program Manager f o r  

approval.  

The l i t h i u m  p u r i f i c a t i o n  s y s t e m  d o l l y  frame and var ious component 

support  s t r u c t u r e s  were received. I n s t a l l a t i o n  of t h e  e l e c t r i c a l  o u t l e t s  

and other s t r u c t u r e s  on the  d o l l y  frame w a s  i n i t i a t e d .  Fabr ica t ion  and 

assembly of t h e  argon-high vacuum manifold w a s  s t a r t e d  and e s s e n t i a l l y  

completed. 
-15- 



TABLE V I 1  . CHE?dICAL ANALYSIS OF LITHIUM 

Analysis Performed by 

Lithium Corporation of America (Vendor) 

General Electric (As-Received)* 

General Electric (F i l t e r ed  a t  400'F Through 
a 5-Micron F i l t e r ) *  

8 '  
1 
I 
I 
I 
I 
1 
D 
I 
1 
I 
I 
D 
I 
D 
I 
1 
I 
I 

Chemical Analysis, ppm 
C Ca - - N - 

400 - 170 

800 - 390 

801 134 133 

834 158 

87 1 

755 97 53 

778 101 - 
841 - - 

................................ 

* Metallic Impuri t ies  Near or Below t h e  L i m i t s  of Detection (5-25 ppm). 
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The f a b r i c a t i o n  of the  35-pound capaci ty  hot t r a p  f o r  l i t h ium w a s  

completed. This equipment i s  shown i n  Figures 2 and 3, before and a f t e r  

assembly, r e spec t ive ly .  I t  cons i s t s  o f  a Type 316 s t a i n l e s s  steel con- 

t a i n e r  f i t t e d  with a f i l l  valve, d i p  l e g  va lve ,  i n e r t  gas valve,  thermo- 

couple w e l l ,  l e v e l  probe w e l l ,  t i tanium l i n e r ,  and zirconium g e t t e r ,  The 

f i l l  and d i p  l e g  valves are Hoke HY 473A's mounted i n  t h e  inverted 

p c s i t i c n  with the  bellows tsv:ard t h e  hot trar) so t h a t  they may he easily 

cleaned t o  t h e  valve sea t .  The gas valve i s  a Hoke TY 445. The g e t t e r  

f o i l  bundle w a s  produced from 0.012-inch t h i c k  Reactor Grade zirconium 

s h e e t .  The l i t h ium mass t o  getter su r face  area r a t i o  i s  2.5 gms li thium/ 

i n  zirconium and t i tanium f o r  a 35-pound charge. 

* 

2 

The l i q u i d  metal l e v e l  detect ion s y s t e m  w a s  received from Mine Safety 

Appliances Research Corporation (MSAR) , Cal l e ry ,  Pennsylvania(2) . 
device i s  b a s i c a l l y  an inductance mechanism wherein one l e g  of an inductance 

br idge is  used a s  a sensing probe. A change i n  inductance occurs when t h e  

probe is  i n  t h e  v i c i n i t y  of t h e  l i q u i d  metal l e v e l .  The s y s t e m  i s  equipped 

with an i n t e r n a l  probe which i s  i n s e r t e d  i n  a non-magnetic w e l l  which 

extends t o  the  bottom of the  container,  and a second probe which can be 

used to  d e t e c t  t h e  a l k a l i  metal l e v e l  by movement of t he  probe along t h e  

o u t s i d e  of t h e  non-magnetic containers .  The system is  designed f o r  

a u s t e n i t i c  s t a i n l e s s  s teel  but can be used with Cb-1Zr a l l o y  tubing where 

This 

. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . .  
* Hoke, Incorporated,  C r e s s k i l l ,  New J e r s e y  

(2) Advanced Refractory Alloy Corrosion Loop Program, Quar t e r ly  Progress 
Report No. 2 f o r  Period Ending October 15, 1965, NASA Contract NAS 3-6474, 
NASA-CR-54845, p 15. 
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Figwe 3. 35-Pound Capacity Lithium Hot Trap After Assembly. 
(Orig. C65111823) 
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the thickness does not exceed 60 mils. The internal probe has been found 

accurate to 5 1/8-inch in stainless steel and Cb-1Zr tubing with lead 

being the metal detected as a matter of convenience. The external probe 

accuracy is f 1/4-inch through stainless steel to lead. The probe system 

can be used at temperatures up to 1200°F although the probe is removed 

before hot trapping. 

C.  QUALITY ASSURANCE 

1. Specifications. Specifications were prepared for welding and 

postweld vacuum annealing of T-111 (Ta-8W-2Hf) alloy and submitted to the 

NASA Program Manager for approval. A new specification outlining the 

cleaning, packaging, and handling procedures to be used for Corrosion Loop 

I (T-111) components and assemblies is also nearing completion. These 

specifications constitute the major effort required to up-date process 

specifications for Corrosion Loop I (T-111) fabrication. 

2. Bimetallic Joints. T-111 alloy to Type 316 stainless steel joints 

are required on the NaK lines of the slack diaphragm pressure transducers. 

No fabrication difficulties are anticipated since previously produced 

Cb-1Zr alloy to Type 316 stainless steel joints are quite similar in 

metallurgical properties. However, sample T-111 alloy to Type 316 

stainless steel bimetallic joints have been machined and will be brazed to 

be certain that no unforeseen difficulties are present. 

3. T-111 to Cb-1Zr Alloy Welding. Corrosion Loop I (T-111) will 

utilize the Cb-1Zr surge tanks presently in service on the Prototype Corro- 

sion Loop. The transition to T-111 alloy will occur between the T-111 alloy 

loop fill tubes and the Cb-1Zr alloy surge tanks. Although the welding require- 

ments for the T-111 and Cb-1Zr alloys are quite similar, the selection of weld 
-20- 



I '  
R filler wire and postweld annealing treatment requires a brief welding 

study. Tungsten inert arc welds have been made between suitable sheet 

materials to study the weldment bend characteristics. Both as-welded 

and postweld annealed specimens are being tested. Postweld anneals have 

been performed at 2200'F and 2400'F. Aging will be performed at 1500'F 

for 50 hours. 

4. Postweld Cleaning. Tantalum wire brushes have been obtained 

and employed to remove metal vapor deposits from T-111 alloy weld speci- 

mens. These brushes were produced at no cost by Pittsburgh Plate Glass 

from tantalum wire supplied by G.E. Although a minor consideration, 

employment of refractory alloy brushes of the same base metal composition 

as the material to be cleaned is a further example of an improvement in 

the state-of-the-art in fabrication of refractory alloy components. 

5. Acid Pickling of T-111 Alloy. Experiments with various pickling 

solutions have indicated that some tend to promote hydrogen pickup in the 

T-111 alloy"). 

2 parts H@ has been used to pickle T-111 alloy sheet specimens with subse- 

A solution of 1 part H2m4, 2 parts Hf, 4 parts HN03, and 

quent chemical analysis indicating no detectable hydrogen pickup. Similar 

tests are planned with tubing specimens. 

D. LOOP DESIGN 

Although the over-all loop design was essentially completed last 

quarter, a continuing effort to improve the detail drawings is in progress. 

The major effort has been in the changes to specifications and drafting 

practices to comply with the quality control program and the addition of 

new sub-assembly drawings to aid in the scheduling of the fabrication of 
-------------__________ 
* 

Determination of the Weldability and Elevated Temperature Stability of Refractory 
Metal Alloys, Eigth Quarterly Report, NASA Contract NAS 3-2540, NAS-CR-54723. 
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t he  loop. The changes include more r e a l i s t i c  t o l e rance  spec i f i ca t ions  and 

inspec t ion  procedures developed during t h e  f a b r i c a t i o n  of t h e  Prototype 

Loop. 

which a r e  scheduled f o r  simultaneous furnace heat  t r e a t i n g  i n  s p e c i f i c  

New sub-assembly drawings were made t o  group connecting components, 

f a c i l i t i e s ,  i n t o  convenient sub-assemblies. During t h e  f a b r i c a t i o n  phase 

of t h e  Prototype Loop this had been handled by t h e  use of de t a i l ed  process 

shee t s ,  since s p e c i f i c  processes and f a c i l i t i e s  could not be  defined 

during t h e  design phase of the  program. 

I n  addi t ion ,  s eve ra l  changes were made i n  t h e  loop design based on 

t h e  experience gained during the operat ion of t h e  Prototype Loop. The 

l i t h ium h e a t e r  e l ec t rodes  w i l l  be  lengthened by 2 inches and f i x t u r e s  

wi th  Cb-1Zr  b o l t s  threaded on both ends. The longer  length  w i l l  lower 

t h e  tantalum/copper bus bar junct ion temperature. The lower c o e f f i c i e n t  

of thermal expansion of t he  Cb-1Zr b o l t s ,  a s  compared t o  t h e  s t a i n l e s s  

steel b o l t s  employed i n  t h e  Prototype Loop, should l i m i t  t h e  p o s s i b i l i t y  

of an open c i r c u i t  r e s u l t i n g  from thermally induced s lack .  

The number of bends i n  the  Corrosion Loop I (T-111) design w a s  

checked and found t o  be adequate t o  accommodate t h e  thermal expansion of 

var ious loop components. The flowmeter magnets have been re-or iented to  

a s su re  t h a t  o r i e n t a t i o n  between the pole pieces  w i l l  be maintained a f t e r  

heat-up of t h e  loop. Shie lds  w i l l  be employed on t h e  copper bus ba r s  

t o  o p t i c a l l y  sh i e ld  them from rad ia t ion  heat  sources  i n  the  test chamber. 

Attachment of t hese  Cb-1Zr a l loy  s h i e l d s  w i l l  be described i n  t h e  test 

plan.  

-22- 
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IV FUTURE PLANS 

A. Monitoring the fabrication of refractory alloy materials for Corro- 

sion Loop I (T-111) will continue with special emphasis placed on 

meeting the new schedules. 

B. Thirty-five pounds of lithium will be filtered and hot trapped to 

reduce the nitrogen concentration to acceptable levels. 

C. A complete set of drawings on the Alkali Metal Purification and 

Handling System for Corrosion Loop I (T-111) will be submitted to 

the NASA Program Manager for approval. 

D. All Corrosion Loop I (T-111) design drawings will be completed and 

submitted to the NASA Program Manager for approval. 
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